
EN ASTM Jan Feb Mar Apr Maj Jun jul Avg Sep Okt Nov Dec

1.4301 304 2432 2436 0 0 0 0 0 0 0 0 0 0

1.4307 304L 2432 2436 0 0 0 0 0 0 0 0 0 0

1.4509 441 1543 1553 0 0 0 0 0 0 0 0 0 0

1.4541 321 2632 2636 0 0 0 0 0 0 0 0 0 0

1.4404 316L 4030 4050 0 0 0 0 0 0 0 0 0 0

1.4521 444 2548 2574 0 0 0 0 0 0 0 0 0 0

1.4571 316Ti 4080 4101 0 0 0 0 0 0 0 0 0 0

1.4828 309 3062 3062 0 0 0 0 0 0 0 0 0 0

1.4512 409 1044 1055 0 0 0 0 0 0 0 0 0 0
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